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Signed for and on behalf of
SGS-CSTC Standards Technical Services (Shanghai) Co., Ltd.

Danna Ji
Approved Signatory

Client Name: SGS FRANCE
Client Address: 135 RUE RENÉ DESCARTES – 13856 AIX EN PROVENCE - FRANCE

Sample Description: Flooring - Flexible Safe Flooring
P.O. No.: DC25-03711
Manufacturer: Altena New Material Technology (Shandong) Co., Ltd
Supplier: Altena New Material Technology (Shandong) Co., Ltd
Client Ref. Information: Flooring - Flexible Safe Flooring – 0,02 mmm UV coating / 0,3 mm Wear / 0,07 

mm print film                      PVC - Base material + core material + backing + 
wear = 2 mm +0,9 mm+1,8 mm+0,3 mm

Origin of the Product(s): China
The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

SGS No.: SHHL2509052239HI
SGS Ref. No.: CZHL2509009931HI
Sample Receiving Date: Sep 02, 2025
Testing Period: Sep 02, 2025 ~ Sep 19, 2025
Test Requested: Select test(s) as requested by the client.
Testing Performed: Follow selected test(s) as requested by client.

Test Requirement Conclusion
1 EN 14041:2018 - Formaldehyde Emission See Results
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Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description

SN1 A1 SHA25-0229662-0001.C001 Wood-grain plastic sheet with white felt 
and grey soft plastic dots

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

EN 14041:2018 - Formaldehyde Emission

Test Method: With reference to EN 717-1:2004, analysis was performed by UV-Vis.

Test Item(s) Limit Unit(s) MDL A1
Formaldehyde Emission (In air) 0.12 mg/m³ 0.050 ND

Notes:
(1) Formaldehyde class E1: ≤0.12 mg/m3 air
     Formaldehyde class E2: ＞0.12 mg/m3 air
Remark:
The reported result is for reference only.
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Sample Photo:

SHA25-0229662-0001.C001

SGS authenticate the photo on original report only
*** End of Report ***
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